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Ẽ Si l ver Powders  

Ẽ  

 

Name 

 

Type 

(ɡm) 

Average Particle size( ɡm) 

♃♇ⱪ (g/cm3)  

Tap density(g/cm 3)  

(m2/g)  

Specific surface area(m 2/g)  

 

Detail  

E- 20  β1 8.0 15.0 0.5 2.0 1.5 2.5  

G- 1   2.0 6.0 3.0 5.0 0.2 1.0  

K- 01- 1  β1 10.0 40.0  0.5 3.0 0.2 0.5  

            

Ẽ  

 

Name 

 

Type 

(ɡm) 

Average Particle size( ɡm) 

♃♇ⱪ (g/cm3)  

Tap density(g/cm 3)  

(m2/g)  

Specific surface area(m 2/g)  

 

Detail  

E- 20  β1 8.0 15.0 0.5 2.0 1.5 2.5  

TC- 38O   1.0 3.0 3.0 5.0 1.5 3.0  

TC- 12   1.5 3.5 3.0 5.0 1.2 2.5  

TC- 204B   2.0 5.0 2.0 3.0 2.0 3.0  

TC- 728   0.3 1.5 3.5 5.5 1.5 3.0  

            

β1  ( Secondary agglomerate particle size .)  
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Name 

 

Type 

(ɡm) 

Average Particle size( ɡm) 

♃♇ⱪ (g/cm3)  

Tap density(g/cm 3)  

(m2/g)  

Specific surface area(m 2/g)  

 

Detail  

G- 1   2.0 6.0 3.0 5.0 0.2 1.0  

K- 01- 1  β1 10.0 40.0  0.5 3.0 0.2 0.5  

AGF- 5S ▪♩ⱴ▬☼   4.0 6.0 4.0 5.5 0.1 0.5  

TC- 505   2.0 5.0 3.5 5.5 0.3 1.5  

TC- 506   4.0 7.0 4.5 6.5 0.2 0.8  

TC- 465   1.3 3.5 4.8 6.8 0.4 0.8  

TC- 466   2.5 4.5 5. 5 7. 5 0.2 0.6  

TC- 756   1.0 3.5 2.0 5.5 0.5 2.0  

      

Ẽ  

 

Name 

 

Type 

(ɡm) 

Average Particle size( ɡm) 

♃♇ⱪ (g/cm3)  

Tap density(g/cm 3)  

(m2/g)  

Specific surface area(m 2/g)  

 

Detail  

TC- 106   6.0 8.5 1.0 3.0 0.7 2.7  

TC- 25A   5.0 9.0 2.5 4.5 1.0 3.0  

TC- 20V   2.0 5.0 2.0 4.0 1.5 3.0  
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Name 

 

Type 

(ɡm) 

Average Particle size( ɡm) 

♃♇ⱪ (g/cm3)  

Tap density(g/cm 3)  

(m2/g)  

Specific surface area(m 2/g)  

 

Detail  

 ↔ ─ ⌐≡ ™√⇔╕∆⁹  

      
β1  ( Secondary agglomerate particle size .)  
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◦ꜟⱬ☻♩
S i l b e s t

 ΅  

 

 
   Characteristics  

  
Physicals  

 
Characteristic value  

כ◙כ꜠  
Average particle size  (Laser diffraction)  

β  ɡ  

♃♇ⱪ  
Tap density  (Filling bulk density)  

  g/cm3 

 
Specific surface a rea (BET method)  

  m2/g  

 β ≢№╡ ≢│№╡╕∑╪ 
       This data is the representative value, not the standard value.  

β  
       Secondary agglomerate particle size  

 

 ×5,000  
   Scanning Electron Microscope 
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   Characteristics  
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Characteristic value  

כ◙כ꜠  
Average particle size  ( Laser diffraction)  
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Tap density  (Filling bulk density)  

  g/cm3 

 
Specific surface area  (BET method) 

  m2/g  

       β ≢№╡ ≢│№╡╕∑╪ 
       This data is the representative value, not the standard value.  

 

 ×5,000  
   Scanning Electron Microscope  
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       β ≢№╡ ≢│№╡╕∑╪ 
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 ×1,500  
   Scanning Electron Microscope  
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    ɡ  

♃♇ⱪ  
Tap density  (Fi lling bulk density)  

  g/cm3 

 
Specific surface area  (BET method) 
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Characteristic value  
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Average particle size  ( Laser diffraction)  
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S i l b e s t

 ΅  

 

 
   Characteristics  

  
Physicals  

 
Characteristic value  

כ◙כ꜠  
Average particle size  ( Laser diffraction)  

    ɡ  

♃♇ⱪ  
Tap density  (Filling bulk density)  

  g/cm3 

 
Specific surface area  (BET method) 

  m2/g  

       β ≢№╡ ≢│№╡╕∑╪ 
       This data is the representative value, not the standard value.  

 

 ×1,500  
   Scanning Electron Microscope  
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